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§ 177.2430 Polyether resins, 
chlorinated. 

Chlorinated polyether resins may be 
safely used as articles or components 
of articles intended for repeated use in 
producing, manufacturing, packing, 
processing, preparing, treating, pack-
aging, transporting, or holding food, in 
accordance with the following pre-
scribed conditions: 

(a) The chlorinated polyether resins 
are produced by the catalytic polym-
erization of 3,3-bis(chloromethyl)-
oxetane, and shall contain not more 
than 2 percent residual monomer. 

(b) In accordance with good manufac-
turing practice, finished articles con-
taining the chlorinated polyether res-
ins shall be thoroughly cleansed prior 
to their first use in contact with food.

§ 177.2440 Polyethersulfone resins. 

Polyethersulfone resins identified in 
paragraph (a) of this section may be 
safely used as articles or components 
of articles intended for repeated use in 
contact with food in accordance with 
the following prescribed conditions: 

(a) For the purpose of this section, 
polyethersulfone resins are: 

(1) Poly(oxy-p-phenylenesulfonyl-p-
phenylene) resins (CAS Reg. No. 25667–
42–9), which have a minimum number 
average molecular weight of 16,000. 

(2) 1,1′-sulfonylbis[4-chlorobenzene] 
polymer with 4,4′-(1-methylethyl-
idene)bis[phenol] (maximum 8 percent) 
and 4,4′-sulfonylbis[phenol] (minimum 
92 percent) (CAS Reg. No. 88285–91–0), 
which have a minimum number aver-
age molecular weight of 26,000. 

(3) In paragraphs (a)(1) and (a)(2) of 
this section, the minimum number av-
erage molecular weight is determined 
by reduced viscosity in dimethyl form-
amide in accordance with ASTM meth-
od D2857–70 (Reapproved 1977), ‘‘Stand-
ard Test Method for Dilute Solution 
Viscosity of Polymers,’’ which is incor-
porated by reference. Copies may be 
obtained from the American Society 
for Testing Materials, 1916 Race St., 
Philadelphia, PA 19103, or may be ex-
amined at the Division of Petition Con-
trol (HFS–215), Center for Food Safety 
and Applied Nutrition, 1110 Vermont 
Ave. NW., suite 1200, Washington, DC, 
or at the Office of the Federal Register, 

800 North Capitol St. NW., suite 700, 
Washington, DC. 

(b) The basic resins identified in 
paragraphs (a)(1) and (a)(2) of this sec-
tion may contain optional adjuvant 
substances described in § 174.5(d) of this 
chapter and the following:

List of substances Limitations 

Diphenylsulfone ................ Not to exceed 0.2 percent as re-
sidual solvent in the finished 
basic resin described in para-
graph (a)(1) of this section. 

Dimethyl sulfoxide ............ Not to exceed 0.01 percent as 
residual solvent in the finished 
basic resin described in para-
graph (a)(1) of this section. 

N-methyl-2-pyrrolidone ..... Not to exceed 0.01 percent as 
residual solvent in the finished 
basic resin described in para-
graph (a)(2) of this section. 

(c) The finished food-contact article, 
when extracted at reflux temperatures 
for 2 hours with the following four sol-
vents, yields net chloroform-soluble ex-
tractives in each extracting solvent 
not to exceed 0.02 milligram per square 
inch of food-contact surface: distilled 
water, 50 percent (by volume) ethyl al-
cohol in distilled water, 3 percent ace-
tic acid in distilled water, and n-
heptane. (Note: In testing the finished 
food-contact article, use a separate 
test sample for each required extract-
ing solvent.) 

(d) In accordance with good manufac-
turing practice, finished food-contact 
articles containing the 
polyethersulfone resins shall be thor-
oughly cleansed before their first use 
in contact with food. 

[44 FR 34493, June 15, 1979, as amended at 47 
FR 38885, Sept. 3, 1982; 49 FR 10111, Mar. 19, 
1984; 50 FR 47211, Nov. 15, 1985; 60 FR 48648, 
Sept. 20, 1995]

§ 177.2450 Polyamide-imide resins. 

Polyamide-imide resins identified in 
paragraph (a) of this section may be 
safely used as components of articles 
intended for repeated use in contact 
with food, in accordance with the fol-
lowing prescribed conditions: 

(a) Identity. (1) For the purpose of 
this section the polyamide-imide resins 
are derived from the condensation re-
action of substantially equimolar parts 
of trimellitic anhydride and p,p′-
diphenylmethane diisocyanate. 
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